
Method: ASTM C-836

Method: ASTMD-412

Method: CGSB 37.58-M86

Method: CGSB 37.58-M86

Method: ASTM E-96 
Wet Method

Method: ASTM E-154

Method: ASTM D-3273
                 ASTM D-3274

Polymer-enhanced asphalt 
liquid-applied membrane 

Black 

62 (percent by weight) 

8.1 lbs/gal 

Airless spray 

Minimum -18°C (0°F)
 

16 – 24 hrs 

60 mils (wet)[1] 

Results: 1200 N/m
 

Results:1800% 

Results: Flexible to 
               -20°C (-4°F) 

Exceed 30 Cycles at -20°C (-4°F) 

Results: 0.44 perms for 60-mil 
wet coating (grains/sf/hr) 

Results: Good[2] 
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